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Abstract: A facile processing strategy to fabricate thermoelectric (TE) polymer nanocomposite
foams with non-conducting polymers is reported in this study. Multilayered networks of graphene
nanoplatelets (GnPs) and multi-walled carbon nanotubes (MWCNTs) are deposited on macroporous
polyvinylidene fluoride (PVDF) foam templates using a layer-by-layer (LBL) assembly technique.
The open cellular structures of foam templates provide a platform to form segregated 3D networks
consisting of one-dimensional (1D) and/or two-dimensional (2D) carbon nanoparticles. Hybrid
nanostructures of GnP and MWCNT networks synergistically enhance the material system’s electrical
conductivity. Furthermore, the polymer foam substrates possess high porosity to provide ultra-low
thermal conductivity without compromising the electrical conductivity of the TE nanocomposites.
With an extremely low GnP loading (i.e., ~1.5 vol.%), the macroporous PVDF nanocomposites
exhibit a thermoelectric figure-of-merit of ~10−3. To the best of our knowledge, this ZT value is the
highest value reported for organic TE materials using non-conducting polymers and MWCNT/GnP
nanofillers. The proposed technique represents an industrially viable approach to fabricate organic
TE materials with enhanced energy conversion efficiencies. The current study demonstrates the
potential to develop light-weight, low-cost, and flexible TE materials for green energy generation.
Keywords: thermoelectric; polymer foams; carbon nanotubes; graphene; electrical conductivity;
nanocomposite
1. Introduction
During recent decades, thermoelectric (TE) materials have attracted significant research interest
for renewable and green energy applications [1,2]. These materials can directly convert thermal energy
into electrical energy, owing to the Seebeck effects. By imposing a small temperature difference across
a TE material, charge carriers (i.e., electrons or holes) will diffuse between the hot and cold sides and
create an electric current. This phenomenon can be utilized to harvest energy from waste heat given
by different sources and to improve the efficiency of many power generating systems [3,4]. Moreover,
thermoelectric generators (TEGs) have many advantages over conventional power generators (i.e.,
combustion engines and turbines) such as lack of pollution, silent operation, and reliability. The energy
conversion efficiencies of TE materials are usually measured by a dimensionless figure of merit (ZT),
ZT = σS2T/k (1)
where σ is the electrical conductivity (S cm−1), S is the Seebeck coefficient (µV K−1), k is the thermal
conductivity (W m−1K−1), and T is the absolute temperature (K). Therefore, a high ZT value can be
achieved by increasing the power factor (PF), which is expressed as σS2, while decreasing the thermal
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conductivity of the material. For electrically conductive materials the k comprises of two parts as
expressed in Equation (2).
k = kl + ke (2)
where kl is the lattice thermal conductivity due to phonon transferring and ke is the electronic thermal
conductivity due to electron movements [5]. According to the Wiedemann-Franz law, ke is correlated
with the electrical conductivity of the material through Equation (3).
ke = σLT (3)
where L is the Lorenz number [6]. Consequently, decreasing the lattice thermal conductivity is the
best way to suppress k without compromising σ in order to maximize the ZT value. The electrical
conductivities of materials, on the other hand, usually have an inverse relationship with their Seebeck
coefficients [7]. Therefore, a fundamental challenge to improve a material’s TE efficiency is the need to
decouple the interrelated TE parameters (i.e., σ, S, and k) [8]. Since the discovery of the thermoelectric
effect, various processing techniques have been developed to enhance the TE efficiency of different
classes of materials [9,10]. Recent advances in nanotechnology have opened a new route to partially
decouple the TE properties of nanostructured materials [11,12]. Introducing nano-interfaces enhances
phonon scattering within the bulk of materials without significantly affecting their electron transfer.
Fabricating small dimensional material structures such as quantum wells, quantum dots, and thin
films has been demonstrated as an effective strategy to enhance the Seebeck coefficient of TE materials.
The quantum confinement effects of nanostructured materials help to alter their electronic density of
states, leading to enhanced Seebeck coefficients [13–15].
Semiconductors (e.g., bismuth telluride alloys) are commonly used for TE applications due to
their high Seebeck coefficients and relatively good electrical conductivities that result in their high ZT
values (i.e., ~1 to 2). However, because of their toxicity, scarcity, and high costs, semiconducting TE
materials have found limited industrial applications. Organic TE materials have recently drawn more
attention as potential alternatives to semiconductors for TE applications due to their many advantages
such as flexibility, light-weight, low cost, good processability, and environmental sustainability [16,17].
Their intrinsic low thermal conductivities are also desirable to achieve high ZT values. In contrast,
the electrical conductivity and Seebeck coefficient of polymers should be significantly improved to
make them viable options for TE applications. Conducting fillers, such as metallic or carbon particles,
have been incorporated within polymeric matrices to enhance their electrical conductivity [18–20].
However, the addition of conducting fillers would also compromise the material system’s low thermal
conductivity, which would negatively affect their TE efficiencies [21,22].
Conjugated polymers or intrinsically conducting polymers (ICPs) are among the most investigated
organic materials for TE applications. The electrical conductivity of conjugated polymers can reach
the levels of semiconducting materials through different doping mechanisms [23]. However, because
of their low stability, especially at high temperatures, conducting polymers have found limited TE
applications [24]. Recent studies suggested graphene and carbon nanotube as promising candidates
to improve the TE properties of polymer material systems [25,26]. By controlling the dispersion of
carbon nanofillers within polymer matrices, continuous 3D networks can be created to facilitate electron
transfer and promote the electrical conductivity of polymer nanocomposites [27,28]. Moreover, creating
filler-filler junctions and organic-inorganic interfaces in polymer nanocomposites has demonstrated
great potential to increase their Seebeck coefficients through a carrier filtering effect, while suppressing
their thermal conductivity via phonon scattering [29–31]. Hybridization of metallic, carbon-based,
and semiconducting fillers has also proven to be capable of enhancing the ZT values of polymer
nanocomposites by simultaneously tuning their TE parameters [32–34]. Our previous study showed
that incorporating closed-cell structures within polymer nanocomposites could alter the localization of
nanofillers and thereby controlled the formation of electrically conductive pathways in the polymer
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matrices [35]. Thermally insulating air voids in nanocomposite foams also significantly suppressed
their thermal conductivities. This led to further improvement in their TE efficiencies.
In this study, a new processing technique is proposed to fabricate TE polymer nanocomposites
with enhanced energy conversion efficiencies. This approach uses macroporous polymer foam
templates with open cellular structures to assist the formation of conductive filler networks within
polymer matrices. Layer-by-layer (LBL) deposition of multi-walled carbon nanotubes (MWCNTs)
and/or graphene nanoplatelets (GnPs) throughout the cellular structures of polyvinylidene fluoride
(PVDF) foams would result in segregated networks of conducting fillers to transfer charge carriers
throughout the material system. The effects of using 1D and 2D conducting nanofillers, filler
hybridization, and filler contents on TE properties (i.e., electrical conductivity, thermal conductivity,
and Seebeck coefficient) of nanocomposite foams have been thoroughly investigated to optimize their
TE efficiencies.
2. Materials and Methods
2.1. Fabrication of Macroporous PVDF Templates
Polyvinylidene fluoride (PVDF, Kynar 740, Arkema, Colombes, France) was used to fabricate
polymeric foam templates via a salt-leaching method. A typical thermoplastic polymer was selected in
this study due to its ease of processing, good mechanical strength, and flexibility to serve as a template
for fabricating TE polymer nanocomposite samples. PVDF powders were dry-blended with sodium
chloride (NaCl) salt with particle sizes ranging from 250 to 500 µm. PVDF-NaCl samples were made
by hot-pressing the mixture at 185 ◦C and 4000 psi into disc-shaped molds of 20 mm in diameter and 2
mm in thickness. PVDF-NaCl composite samples were immersed in a water bath at room temperature
(i.e., 23 ◦C) for 72 h to leach out the salt content and produce macroporous PVDF foam templates
with open-cellular structures. Fabricated PVDF foams were dried in an oven at 70 ◦C for 12 h and
weighed to ensure complete removal of their salt contents. A high percentage of salt particles within
the PVDF-NaCl mixtures was crucial in this fabrication technique. It allowed the complete removal
of all NaCl and achieved open cellular foam structures. The effects of different foam structures on
the thermal conductivities and filler adsorption abilities of PVDF templates were investigated in our
previous work [36]. In this study, the PVDF foam templates were fabricated using 90 wt.% of NaCl
to achieve high porosity with excessive specific surface areas. This made them ideal templates for
absorbing carbon nanoparticles to form continuous filler networks.
2.2. Multilayer Deposition of GnP-MWCNT Network
Nanocomposite samples were prepared by layer-by-layer (LBL) deposition of conducting
nanofillers on the cell-walls of as-fabricated polymeric foam templates prepared by the salt leaching
method. Multi-walled carbon nanotubes (MWCNT, 1.0 wt.% aqueous dispersed, AQ0101, Nanocyl,
Sambreville, Belgium) and graphene nanoplatelets (GnP, Grade 2, CheapTubes, Cambridgeport,
MA, USA) were used as conducting nanoparticles to fabricate polymer nanocomposite samples.
As-fabricated PVDF foams were repeatedly immersed into aqueous solutions of carbon nanofillers
followed by drying in an oven (VWR® Vacuum Oven, VWR®, Pennysylvania, PA, USA) at 70 ◦C for
12 h to coat multiple layers of nanoparticles over the PVDF porous structures. Each coating cycle was
performed by sonicating the templates in the filler solutions for two minutes using an ultrasonic probe
(Q700, QSonica, Newtown, CT, USA). This would facilitate the penetration of nanoparticles throughout
the pores in PVDF templates and create a uniform coating of nanoparticles on their cell walls.
An aqueous solution of GnPs was prepared using sodium dodecyl sulfate (SDS, Sigma-Aldrich,
St. Louis, MO, USA) as the surfactant, with a GnP:SDS mass ratio of 1, to ensure a stable dispersion
of GnP. Solutions of MWCNT-GnP mixtures with MWCNT:GnP mass ratios of 1 and 0.1 were also
prepared to fabricate nanocomposite samples filled with hybrid GnP-MWCNT fillers. The solutions
were sonicated for 10 min to ensure uniform dispersion of nanoparticles. The total filler content
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of all the solutions was gradually increased after each coating cycle from 0.1 wt.% to 1 wt.% in
order to achieve the desired coating level and ensure proper attachment of fillers onto the cell walls.
The adsorption of MWCNTs and/or GnPs onto the interior surfaces of the interconnected pores
within PVDF foams would yield a multilayered and continuous network of conductive nanoparticles
throughout the polymer templates. The experimental results revealed that fewer coating cycles would
be needed to achieve the desired filler loading level while using MWCNTs compared with GnPs
or hybrid fillers. This is because of the 1D and wavy structure of MWCNTs which provides better
entanglement during their multilayered stacking within polymeric foam templates.
2.3. Sample Characterization
Scanning electron microscopy (SEM: Quanta 3D FEG, FEI Company, Hillsboro, AL, USA) was used
to analyze the surface morphologies and microstructures of nanocomposite foams. The cross-sections
of nanocomposite foams were exposed by cryo-fracturing the samples under liquid nitrogen.
The fractured surfaces were sputter-coated by gold using a sputter-coating machine (Desk V Sputter
Coater, Denton Vacuum, Moorestown, NJ, USA). The electrical conductivities of nanocomposite foams
were measured by the four-point method using a multifunctional source meter (SMU 2450, Keithley,
Cleveland, UT, USA) and a collinear four-point probe (SP4 probe head, Signatone, Gilroy, CA, USA)
installed on a probing fixture (Probe S-302-4, Signatone, Gilroy, CA, USA). A constant electric current
was input on the surfaces of all the fabricate nanocomposite samples, while the measured voltage
was recorded to calculate their resistances. A very small current level (i.e., 1 mA) was selected to
avoid joule heating within the samples, which could lead to measurement errors. Using ASTM F84-02
standard [37], the sample’s surface electrical conductivity was converted into the bulk conductivity
value by using the size and thickness correction factors for each sample. The thermal conductivities of
the nanocomposite foams were measured based on the modified transient plane source (MTPS) method
using a thermal conductivity analyzer (TCi Thermal Conductivity Analyzer, C-Therm Technologies
Ltd., Fredericton, NB, Canada,). The Seebeck coefficient was measured using a custom-made unit.
By applying a temperature difference (∆T) across the sample’s surface within the range of 2 to 4 ◦C,
the generated voltage (VTE) was recorded by a source meter. The Seebeck coefficient was calculated
from the slope of the VTE versus ∆T plot. All the thermoelectric parameters of the fabricated samples
were measured at room temperature (i.e., 300 K) to provide consistent and comparable results.
3. Results and Discussion
3.1. Open-Cellular Morphologies of Macroporous PVDF Templates
Figure 1 illustrates the SEM micrographs of PVDF foams, before and after coating with carbon
nanofillers, at different magnifications. The open-cellular foam morphologies of all samples revealed
the high levels of porosity and interconnectivity of pores throughout the polymeric templates. The SEM
micrographs also indicated that after depositing a multilayered structure of carbon nanofillers,
the open-cellular structures remained nearly intact and the open-cellular structures of the foam
templates were retained.
3.2. Phase Morphology of Macroporous PVDF Templates and Their Nanocomposites
The phase morphologies of the nanocomposite foams are demonstrated in SEM micrographs with
higher magnifications in Figure 1. The micrographs revealed a uniform coating of conductive fillers on
the interior pore surfaces of PVDF foams while carbon nanoparticles were interconnected and evenly
adhered to the cell walls. This was achieved as filler solutions were able to penetrate throughout the
entire cellular structures of the templates due to their open-cellular structures and high porosities.
Figure 1f illustrates that the PVDF-MWCNT nanocomposite sample had a continuous fibrous layer of
MWCNT thoroughly covering the cell walls of the PVDF foam. As shown in Figure 1o, the PVDF-GnP
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nanocomposite sample demonstrated a different surface morphology caused by the stacked layers of
GnPs deposited on top of the PVDF template.
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Figure 1. Sc i r scopy (SEM) micrographs that illustrate the foam and phase
morphologies of: (a–c) l fl ri e ( F) foams; (d–f) PVDF-MWCNT nanocomposites;
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Figure 1i,l show the interactions between MWCNTs and GnPs within the PVDF nanocomposites
containing hybrid fillers with MWCNT:GnP ratios of 1 and 0.1, respectively. In PVDF-MWCNT-GnP
nanocomposite samples it a MWCNT:GnP ratio of 1, MWCNTs were widespread all over the
samples because of th ir high aspect ratios compared with GnPs. Consequently, MWCNTs w re
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covering most of the surface areas of GnPs while MWCNT agglomerations were observed on templates’
surfaces. On the other hand, in PVDF-MWCNT-GnP nanocomposites with a MWCNT:GnP ratio of 0.1,
MWCNTs were scattered on GnPs’ surfaces while bridging along the surfaces and the gaps of adjacent
graphene nanoplatelets. Therefore, hybridization of 1D and 2D nanofillers with a low 1D:2D filler ratio
created more connected pathways for electron transfer throughout the polymer matrix.
3.3. Electrical Conductivity of Macroporous PVDF Nanocomposites
The voltage-current graph for the PVDF nanocomposite samples containing different nanofillers
is plotted in Figure 2. As a case example, the samples loaded with about 1.4 wt.% of carbon fillers were
selected to investigate their conductivity by measuring the voltage as the current varied. All samples
showed linear voltage-current relationships, which represented their ohmic behaviors within the
applied current range. The electrical conductivities of the samples could be determined from the slope
of their V-I graphs.
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Figure 2. The voltage-current relationship of PVDF nanocomposite samples loaded with about 1.4 wt.%
of various carbon nanofillers.
Figure 3a plots the electrical conductivity of polymer nanocomposites, containing different carbon
nanoparticles, as a function of volume percent of nanofillers within PVDF templates. The weight
percent (wt.%) of nanofillers loaded on PVDF foams was obtained by measuring the weight of samples
before and after each coating cycle. The volume fraction (vol.%) of carbon fillers within PVDF templates
were calculated using their wt.% and by taking into account the total volume of voids and the solid
part of foams. The densities of MWCNTs and GnPs were considered to be 1.75 g cm−3 (for NC7000
type of MWCNTs) and 2.2 g cm−3 (a typical reported value for GnPs in literature), respectively [38,39].
By increasing the filler loadings of nanocomposite samples, their electrical conductivities showed
an initial sharp increase followed by a gradual improvement at higher filler loadings. This behavior
indicated that a percolated network of conducting nanoparticles had been established. The percolation
behavior for the electrical conductivity typically follows a power law relationship as expressed in
Equation (4).
σ ∝ (φ − φc)t (4)
where σ is the electrical conductivity, φ is the filler content, φc is the percolation threshold, and t
is a critical exponent efle ti g the dimensionality of the composite system [40]. T e log(σ) versus
log(φ − φc) l t for the experimental measurements of all nanocomposite sampl s, as shown in the
inset of Figure 3a, showed a linear trend repre enting the percolation behaviors. According to Tabl 1,
the nanocomp sit foams contai ing only MWCNTs had the l west percolation threshold, which was
consistent with the results reported in literature [41,42]. The higher as ct ratios of MWCNTs increased
their cha ces of creating conducting networks within the polymeric matrix at low filler contents.
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The results also revealed that the calculated percolation thresholds of polymeric foams containing
hybrid nanofillers were at least 50% lower than PVDF-GnP samples. At low filler loadings, MWCNTs
helped to bridge among scattered GnP fillers, and thereby facilitated the creation of percolated
pathways for electron transfer throughout the PVDF foam templates.
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Table 1. The percolation thresholds and the critical exponents of PVDF nanocomposite foams coated
with different types of carbon nanoparticles.
Sample PVDF-MWCNT PVDF-MWCNT-GnPMWCNT:GnP = 1
PVDF-MWCNT-GnP
MWCNT:GnP = 0.1 PVDF-GnP
Percolation
Threshold (φc)
0.009 0.032 0.024 0.065
Critical Exponent (t) 1.40 1.45 1.63 1.36
As illustrated in Figure 3a, increasing the nanofiller loadings above 0.1 vol.% significantly
enhanced the electrical conductivity of n nocomposite foams containing GnPs and surpassed tha
of PVDF-MWCNT samples. Figure 3b plots the electr cal conductivity of the fabricated s mples on
a linear scale to clearly d monst ate the differ nc in σ values of differen nanocomposite samples.
With 1.0 vol.% filler content, the electrical conductiv ty of PVDF-GnP samples was 3.5 times higher
than at of the PVDF-MWCNT nano omposites. This indicated that GnPs provided more efficient
electron transferring pathways within the polymer matrix. Similar results were report in literatur
compa ing the el ctrical conductivity of polymer nanocomposites prepared with GnPs, MWCNTs, or a
mixture of them [43,44]. This could be attributed to their 2D structures, which provided high electron
m bility and strong filler interactions [45]. It should b noted that the overall electrical conductivity
of the na oc mposite samples was much lower than the measured values for pure MWCNT and
GnP samples (i.e., 30 S/cm f r a MWCNT film prepared by solution casting, and 74 S/cm for a GnP
solid sample prepared by cold pressing) due to the electrical contact resistance at the introduced
filler intersections.
Experimental results also revealed that hybrid nanocomposite foams with a MWCNT:GnP
ratio of 0.1 showed th highest el ctrical conductiv ty values among all the nanocomposite samples.
The omnipres nce of MWCNTs among G Ps helped to bridge adjacent platelets and thereby promoted
the formatio of interconnected etworks throughout th insulating PVDF ma rix. The efore,
simultaneously utilizing the high intrinsic elec rical conductivity of GnPs and the low percolation
threshold of MWCNTs promoted the nanocomposite’s electrical c nductivity. However, with a
MWCNT:GnP ratio of 1, MWCNTs w re present all over PVDF’s cell walls and created more
agglomerated domains on GnPs’ surfaces. As a result, MWCNT filler with their inferio electrical
conductivities adversely affected the electron transfer among GnPs.
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3.4. Thermal Conductivities of Macroporous PVDF Nanocomposites
The effect of filler contents on the thermal conductivities (k) of all nanocomposite foams is
depicted in Figure 4. As expected, the thermal conductivity of open-cellular PVDF templates without
nanoparticle coating was extremely low (i.e., ~0.04 W m−1K−1) because of their high porosity.
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Figure 4. Thermal conductivities of PVDF nanocomposites as a function of filler loadings.
Experimental results indicated that the deposition of MWCNTs on PVDF templates had negligible
effects on their thermal conductivity, while PVDF foams containing GnPs showed a slight increase in
their k. GnPs have reportedly better thermal transport properties compared with MWCNTs because of
their unique 2D atomic structures [46–48]. Nevertheless, the overall thermal conductivities of all PVDF
nanocomposites remained very low (i.e., k < 0.08 W m−1K−1) despite the adsorption of up to 15 wt.%
nanoparticles. The introduced interfacial thermal resistance at filler-filler junctions due to phonon
scattering along with the high porosity of the PVDF templates helped to retain extra-low thermal
conductivities of the nanocomposite foams [49]. Consequently, the measured thermal conductivities of
PVDF nanocomposites were significantly lower than the typical values for polymer nanocomposites
containing carbon fillers (i.e., ~0.5–1 W m−1K−1) [50].
3.5. Seebeck Coefficient of Macroporous PVDF Nanocomposites
The effects of filler-type and filler content on the Seebeck coefficients (S) of the fabricated
nanocomposite foams are illustrated in Figure 5. All anocomposite samples had positive Seebeck
values indicating a p-type thermoelectric behavior. MWCNT and GnP fillers have reportedly
shown p-type thermoelectric behavior because of their oxygen-dopi g during exposure to the air.
The ex eriments revealed that the Seebeck coefficients of the nanocomposite foams were significantly
higher than the measured values for pure conducting fillers (i.e., S < 8 µV K−1 for MWCNT film
prepared by solution casting, and S < 11 µV K−1 for G P solid sample prepared by cold pressing).
This phenomen n c uld be attributed to the energy filtering effect aroused from charge carrier
scattering at the significantly large number of filler ju ctions thr ghout the pore surfaces of the
open-cellular templates [51,52].
The highest Seebeck coefficients of PVDF nanocomposites were achieved once their filler
loadings had reached their percolation thresholds. By increasing the filler loadings of nanocomposite
foams, their Seebeck coefficients initially dropped and thereafter remained around the same range.
The reduction in their Seebeck coefficients was expected as higher filler loadings led to enhanced
electrical conductivity and there is usually a trade-off between σ and S values in TE materials.
It should be noted that the decrease in the Seebeck coefficients of all nanocomposite foams was
negligible compared to the increase in their electrical conductivities (i.e., ∆S < 30% vs. ∆σ > 103 times).
The increased interfacial interaction between conducting nanofillers, as a result of the layer-by-layer
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coating process, helped to retain high Seebeck coefficients of nanocomposite samples while increasing
their electrical conductivities. The PVDF-GnP foams demonstrated the highest Seebeck values among
all the nanocomposite samples (i.e., ~37 µV K−1) and their Seebeck coefficients were three times higher
than those of PVDF-MWCNT samples. The experimental results for the nanocomposite samples loaded
with hybrid fillers also revealed that a lower MWCNT:GnP ratio was more favorable to achieve high
Seebeck coefficients. These results indicated that GnPs have better Seebeck properties than MWCNTs.
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3.6. TE Figure-of-Merit of Macroporous PVDF Nanocomposites
The measured ZT values of the fabricated nanocomposite samples are presented in Figure 6.
By increasing the filler contents of the polymeric foams, their TE efficiencies significantly improved
showing a percolation behavior. At high filler loadings, PVDF-GnP nanocomposite samples
demonstrated the highest ZT values among all fabricated samples due to their high Seebeck coefficients.
Despite the highest measured electrical conductivities, the ZT values of PVDF foams containing hybrid
nanofillers with a MWCNT:GnP ratio of 0.1 were slightly lower than those of PVDF-GnP samples
because of their lower Seebeck coefficients. At low filler loadings (i.e., <0.1 vol.%), however, PVDF-GnP
nanocomposites showed the lowest TE efficiencies due to their low electrical conductivities. Among
the three TE parameters (i.e., σ, S, and k) of the fabricated samples, the changes in their electrical
conductivities during nanoparticle deposition were more noticeable. Therefore, was the decisive
parameter that defined the ZT values of PVDF nanocomposites.
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Experimental results suggested that GnP was the more promising candidate than MWCNT for
fabricating TE polymer nanocomposites. The observations indicated that the TE efficiencies of the
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nanocomposite samples containing hybrid fillers could potentially be maximized by optimizing the
MWCNT:GnP mass ratio and utilizing the interactions between 1D and 2D conducting nanoparticles.
Figure 7 shows a schematic diagram, illustrating the synergistic effects of the hybridization of 1D and
2D nanoparticles. Loosely packed hybrid MWCNT-GnP fillers can facilitate electron transfer through
their 3D networks without compromising the Seebeck coefficients due to the carrier filtering effect
at the filler-filler interfaces. Moreover, this 3D filler network can suppress the thermal conductivity
through phonon scattering at multiple filler junctions.
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Figure 7. The synergistic effects of 1D and 2D conducting nanoparticles on electron and phonon
transferring through their 3D networks.
This study proposed the utilization of polymer foam templates as a new fabrication strategy to
partially decouple TE properties of polymer nanocomposite materials and promote their TE efficiencies.
A maximum ZT value approaching 10−3 was achieved by PVDF nanocomposites containing extremely
low loadings (i.e., <1.5 vol.%) of carbon nan fillers. This value is among the highest of the ZT values
rep rted i literature for organic TE materials using conventional non-conducting poly ers. It is
believed that by using th ugges fabrication technique and utilizing conducting fillers with better
σ and S properties (e.g., single-walled carbon na otube (SWCNTs) o semiconducting fillers), further
increase in ZT values would undoubtedly b achieved for polymeric TE materials.
4. Conclusions
A new technique has been developed to fabricate lightweight organic materials with high
TE efficiencies. Polymeric foams with open-cellular structures were employed as templates to
create segregated networks of conducting nanofillers within the insulating polymer matrices.
The resultant polymer nanocomposite foams demonstrated low percolation thresholds and high
electrical conductivities, without compromising the ultra-low thermal conductivities of the PVDF foam
templates. The synergistic effect of 1D and 2D carbon nanoparticles in promoting the TE properties of
polymer nanocomposites containing hybrid fillers was also investigated in this study. Experimental
results revealed that by controlling the MWCNT:GnP mass ratio incorporated in polymeric matrices,
it was possible to tune their electrical conductivities, Seebeck coefficients, and percolation thresholds.
The proposed processing method has proven to be a facile and effective approach to simultaneously
improve the electrical conductivities, enhance the Seebeck coefficients, and suppress the thermal
conductivities of polymer nanocomposites. Overall, it helps to promote the TE efficiency of polymer
nanocomposites without the uses of conducting polymers that have low processability. The suggested
fabrication method is facile and scalable for processing flexible TE nanocomposites, which increases
the potential of their industrial applications.
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